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Grupos anidnicos em fibras de polpa de
eucalipto: perfil de concentracao numa
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RESUMO

Grupos aniénicos (AGs) sdo os grupos funcionais mais
relevantes em fibras de celulose. Eles afetam interacdes de
fibras e d4gua, a ligagio entre fibras e interacbes com produtos
quimicos catidénicos na {abricagio de papel. Neste trabalho,
os efeitos dos estagios de branqueamento por oxigénio (O),
tratamento dcido de curto tempo de retengiio (a), ozdnio
combinado com extracdo alealina (Ze), dioxido de cloro (I}
¢ perdxido (P) sobre o teor de AGs em polpas foram investi-
gados por sorcdo de azul de metileno (MB) e determinacio
de 4cido hexenurdnico (HexA) mediante espectrometria. O
teor de AGs de superficie foi estimado por meio de rotulagio
com MB e anélise subseqiiente por Radioespectroscopia de
Fotoelétrons (XPS). Um perfil de concentragio de AGs totais
e de superficie, abrangendo desde polpa nio-branqueada
até polpa totalmente branqueada, foi medido em relagio
a quatro campanhas de produgfo diferentes. A seqiiéncia
da linha de branqueamento foi O-a-Ze-D-P. O teor de AGs
totais diminuiu significativamente ao longo da linha de
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ABSTRACT

Anionic groups (AGs} ave the most relevant fune-
tional groups in pulp fibres. They affect fibre-waler
interactions, fibre-to-fibre bonding and interactions
with cationic paper chemicaly in papermaking. The
effects of oxygen (Q), short vetention time acid treat-
ment (a), ozone combined with alkaline extraction
(Ze), chlorine dioxide (D) and peroxide (P} bleach-
ing stages on the content of AGs in pulps were inves-
tigated here by methylene blue sorption (MB) and
determination of hexenuronic acid (HexA) by spec-
trometry. The content of surfuce AGs was estimated
by labeling with MB and subsequent analysis by
X-ray Photoelecivon Spectroscopy (XPS). A concen-
tration profile of total and surface AGs starting from
untbleached lo fully bleached pulp was measured to
Jowr diffeveni production campaigns. The bleaching
line sequence was O-a-Ze-D-P. The content of total
AGs decreased significantly along the bleaching line
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